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Physicist and Mr. G. Gordon Shaw, Senior Electron Microscopist.
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I. INTRODUCTION

This report summarizes the second year of effort which has been de-
voted to a study of dislocation-surface interactions. The present work has as
its main objective the observetion of the motion and configuration of disloca-
tions near the surface of materials and of the effect of surface films on these
parameters. The philosophy and general approach to the problem were discussed
in the First Annual Summary Reportl/ and will not be repeated here.

Work during the past year has concentrated in four areas: (1) certain
modifications and refinements in the ultra-high vacuum (UHV) cyclic straining
device, (2) experimental investigation of polycrystalline aluminum with natural
oxide layers, (3) investigation of single crystal aluminum under four different
anodic layer thicknesses, and (4) investigation of polycrystalline gold whose
surface is oxide-free. At the present time, the single crystal aluminum studies
are still in progress; but sufficient data have been collected at the low strain
amplitudes so that conclusions comsistent with the polycrystalline aluminum and
gold work can be drawn. This report discusses each of the above areas in turn
and then proceeds with a general discussion of the results.

A paper describing our work on the structure of anodic layers on
aluminun, wvhich was performed during the first year's effort, appeared in the
. July 1964 issue of Jowrnal of Applied Physics, p. 2195. A paper entitled
"A New Method of Disk Electropolishing for Transmission Electron Microscopy
using Polystyrene Masks," by G. Gordon Shaw and C. Quinton Bowles will be pre-
sented at the 1964 meeting of the Electron Microscope Society of America to be
held in Detroit, October 13 - 17. Arother paper entitled "Dislocation Induced
Surface Strains in Deformed Aluminum and Gold" is under preparation and will
be submitted for publication.

II. REFINEMENTS IN ULTRA-HIGH VACUUM CYCLIC STRAINING DEVICE

Provision has been made for accurate measurement of the absolute
pressure in the test chamber, and means are now available for measuring the
strain hardening which occurs during cyclic bending.

A. Vacuum Measurement

A Varian type UHV-12-K ionization gage was purchased and installed
to read the pressure in the vicinity of the test sample. These gages are ac-
curate down to the 10-11 Torr range. With our present chamber, we consistently
reach vacua of 1.3 x 10~9 Torr with the sample in place.

-1 -




B. Cyclic Strain Hardening Measurements

To obtain the cyclic strain hardening curve, we decided simply to
weasure the force required during each half cycle to produce the desired strain
amplitude. To obtain maximum sensitivity and to reduce to a minimum all ex-
traneous forces; it was decided to make the measurements inside the vacuum
chamber. Silicon p-doped semiconductor strain geges with a gage factor of
approximately 120 were obtained from Microsystems, Inc. One of these was
mounted on each side of one of the leaf springs as shown in Fig. 1.* By con-
necting these gages in series, the total signal was increased by a factor of
two.

Using a Videc Instruments Co. pre-amplifier and a Brush Mk. II two-
channel recorder, we obtained a sensitivity of C.25 1b. in each half cycle.
It is necessary, however, to ultimately withstand a 300°C vacuum bakeout and
the 1.3 x 10"2 vacuum. So far we have not been successful in our efforts.

At present we have on order from Baldwiun-Lima-Hamilton some similar
gages with platinum lead wires bonded in a somewhat different manner. These,
along with the W. T. Bean type "H" high temperature cement which we have already
tested, should produce satisfactory results under all expected conditions in-
cluding the bakeout.

ITI. DESIGN OF EXPERIMENTS

The general experimental arrangement including sample size, shape
and mode of deformation has already been described .1/ In this section , we are
concerned with the choice of experimental variables and their magnitudes, as
well as the observables which are recorded during the experiment.

Seven experimental variables were considered: temperature, cyclic
frequency, number of strain cycles, strain amplitude, crystal orientation,
oxide layer thickness and environmental pressure. For consideration of fatigue
crack initiation, the early cycling period is most important; theretore, we
limit ourselves to the initial rapid hardening state. For the work on aluminum,
the following choices of parameters were made:

1. Number of strain cycles - up to four different cycle levels in
the rapid hardening state.

* All figures appear in the Appendix, p. 1S.
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2. Oxide layer thickness - natural oxide (40 A), 100 A, 300 A,
and 1,000 A.

3. Surface amplitude - 6 x 10™4; 1.5 x 10-3.

4. Crystal orientation - polycrystals; single crystals oriented for
single slip (crystal face, {210} ).

S. Environmental pressure - atmospheric (760 Torr); 1 x 10-° Torr.
6. Temperature -~ room tewmperature.

7. Frequency - 2 cycles/sec.
Parameters chosen for observation are the following:

1. Disposition and height of surface slip steps.

2. Near surface dislocation configuration.

3. Surface hardness.

IV. EXPERIMENTAL RESULTS

A. Polycrystalline Alumdnum

These experiments were the first to be carried out in our UHV chamber
and do not encompass as wide a variation in experimental conditions as do the
single crystal experiments to be described later. Means for measuring the
cyclic hardening had not yet been installed at the time of these runs. Two
samples were run for 5,000 cycles in a vacuum of 4 x 10"9 Torr and at strain
levels of 5.2 x 104 and 1.3 x 10~3, respectively. (These figures refer to
surface strains in bending.) Two additional samples were run at 760 Torr using
the above same parameters. The other experimental conditions were as indicated
in Section III above.

Method of sample prepsration: Pieces 3 in. x 1 in. x 5/16 in. were
sawved from 99.99 per cent pure aluminum billets and rolled in a hand rolling
mill to an average thickness of 0.50 in. At this point, they were annealed
for 3 hr. at 350°C and pressed under a hydraulic ram to produce smooth surfaces.
All ssmples were then machined in a stack in a milling machine to give the re-
quired sample configuration. Electropolishing was carried out in the usual
perchloric acid - ethyl alcohol mixture at 10 - 15°C for about 30 min. with a
final polish in a nitric acid-methyl alcohol mixture at -25°C for S - 8 min.
The resulting surface was free of any hillock structure within the resoiution
of our electron microscope.




In order that all samples could have the same final heat treatment,
two sauples were placed in the bottom of the vacuum chawber on microscope slides
and the other two were mounted in the cycling fixture. After reaching a vacuum
of ~ 2 x 10-6 Torr, the bakeout was started. This produced a very slow anneal
lasting about 24 hr. with 6 hr. at 350°C in a vacuum which did not rise above
S x 10~ Torr. This heat treatment produced a fairly uniform grain size having
an average cross section of 250 - 300 microns.

Surface slip patterns: Optical micrographs of surfaces of the four
samples are given in Figs. 2 and 3. A statistical analysis made of the slip
patterns in the various grains showed that at the high strain amplitude the
surface slip distribution was essentially the same at 760 Torr and at 4 x 10-9
Torr. At low-strain amplitude, hocwever, significantly fewer slip bands wern
found on the surface of the sample strained in high vacuum. ZElectron micro-
graphs of surface replicas were taken of the low-strain samples and typical
results are shown in Fig. 4. The distinguishing featnre is that practically
every grain of the sample cycled in UHV was covered with fine slip while the
samples cycled in air tended to have slip concentrated into bands with no
observable slip between the bands. In all cases of fine slip, the spacing
was of the order of 700 A. The average slip height in the vacuum runs was .
50 - 100 ] while at atmospheric pressure the slip height ranged from 90 - 300 A.

Near surface dislocation arrangement: The slipped surface of the
samples was protected with "microstop" and electrcpolished from the opposite
side until perforation occurred. The details of this technique, especially
developed on this project, will be presented in a forthcoming paper.gf Such
foils when viewed in transmission in the electron microscope reveal the dis-
location arrangement just beneath the surfuce of interest.

Two general observations were made. The first is illustrated in
Fig. S vhich shows a high density of dislocation loops and tangles together
with a faint outline of the surface slip-line structure in the lcwer right-hand
corner of the tormost grain in the figure. The dislocation tangles do not seem
to bear any relation to the slip-line structure, while the dislocation lcops
appear to have some tendency to line up in the direction of the slip lines.
The second, and quite frequent observation in the UHV samples, was the appear-
ance of slip-line structure as shown in Fig. 6. Numerous dislocation loops
and line fragments can be seen associated with these slip-line patterns.

The slip shown in Fig. 6 is visible by diffraction contrast; that is,
the sample must be tilted to the proper Bragg angle to bring the slip into
view. Confirmation of this fact is shown in Fig. 7(b) in which the slip lines
are shown in strong contrast near an extinction contour. Fig. 7(a), shown for
comparison, is a surface replica which contirms the slip-line spacing.




Sindlar contrast can also be cbserved in foils prepared from samples cycled at
760 Torr, but on a less extensive scale. In either case, the contrast 1s
bleached out repidly by contamination under the electron beam. Photographic
exposures were therefore made with the least practical beam intensity.

Origin of diffraction contrast at slip lines: The observed contract
has two possidle origins. It may arise as a dynamical interference due to the
thickness variation caused by the slip steps, or it can be due to lattice
strains rensining in the vieinity of the slip planes. The operating reflccticn
in Fig. 7(b) is 5200) for which the extinction distance is 774 A. The slip-linc
height 1s ~. 100 A, so that the contrast arising from a simple thickness varia-
tion would not be too strong. There exist, hovever, better criteria, based on
the dynamical theory of diffraction contrast,é/ for deciding between the two
possible origins of the contrast, and these are discussed below.

First, dynamical interference due to thickness variation should ‘e-
come weaker in thicker regions of the foil°on account of absorption effects.
Strain contrast should be little affected by thickness, except perhaps in the
thinnest portions where strain relief should occur. Seccond, a couparisen of
bright and dark field images taken with the foil oriented so that the slip ic
first on top and then on the bottom cen be most instructive. For thickresses
of the order of four extinction distances or greater, absorption effects will
be such thet images arising frou strain contrast will be complementary only
for slip on the bottom of the foil, provided the strains are, indeed, located
at the slipped surface. For thickness variation contrast, the images will be
complenentary in bright end dark fields regardless of foll orientation.

Experiments were performed to test each of the above criteria and, in
every case, it was clear that the observed contrast is due to surface strains
associated with the slip lines. A pore detailed account of these experiments
will be given in a paper now in preparation.

B. Single Crystal Aluminum

To date, crystals of aluminum oriented for a single slip have been
cycled at low strain, 6 x 10-4, both in vacuum (1.3 x 10~9 Torr) ard at atros-
pheric pressure. A complete study along the lines discussed in Section III
has been carried out on these crystals.

Method of sample preparation: Aluminum single crystals of 99.99 rer
cent purity and oriented for single slir vere purchased from Seri-Elecuents, Inc.,
as blanks 5-3/4 in. x 2-3/8 in. x 1/16 in. These were haund-lapped on glass
plates using No. 240, No. 400 snd Nc. 600 grit sillicon carbide grinding powder.




At this point, they were treated with sodium hydroxide solution and electro-
rolished in the usual-perchloric acid-ethyl alcohol mixture at 10 - 15°C for
about 20 min. The final sample shape was obtained using a special tool in a
"Servo-met"” spark machining unit. A final polish of 15 min. in the perchloric
acid-ethyl alchohol mixture and 5 - 8 min. in the nitric acid-methyl alcohol
mixture produccd the final surfac:z “inish.

Four different anodic layers consisting of natural oxide, 100 R
300 A, 1,000 A, were put on each somple, the last three using the technique
developed by Grosskrcutz and Shaw.4

The samples were finally placed in the vacuum chamber for annealing
as described in the section for preparing polycrystalline samples.

Hardening mcasurements: The cyclic hardening of the sample deformed
at atmospheric pressure was found to be nepgligible throughout 5,000 cycles of
strain. This finding is consistent with the results of Snowden§/ who found
that crystals orlented for single slip hardened very slowly at low-strain
amplitudes.

Surface hardness measurements were made under each of the four dif-
ferent anodic layer thicknesses of both the sample deformed at atmospheric
pressure and the sample deformeéd at 1.3 x 109 Torr using a diamond micro-
indentor. The anodic layers were removed in 2 per cent hwvdrofluoric acid solu-
tion prior to measurement. Table I gives the measured hardnesses of these
samples as well as a control (uncycled sample subjected to the same heat treat-
ment). The sample was Slightly harder under the thicker oxide coatings.

TABLE 1

VICKERS HARDNESS NUMBERS FOR SAMPLES DEFORMED 5,000 CYCLES AT
6 _x 10-% STRAIN AS WELL AS CONTROL SAMPLE

(Averuge of Six Points)

Vickers Numbers- According to
Oxide Thickness

Sample Nat. Oxide 1CO A 300 A 1,000 A
Crystal run at 760 Torr 14.8 12.4 15.3 18.7
Crystal run at 1.3 x 1u2 forr 1.3 13.6 15.9 17.5
Control Sanple 17.3



Surface slip distribution: Optical micrographs of the surfaces of
these crystals are shown in Figs. 8 and 9. (No slip was visible at this magni -
fication on the surface of the 300 and 1,000 X anodic layer coatings.) It
should be noted first that there 15 no significant difference between the slip
patterns which appear on the natural and on the 100 A oxidc layers especially
in the cace of the sample cycled in eir. Second, there are striking differ-
ences between the surfaces cycled in sir and in UHV. As in the polycrystalline
case, glip bands do not readily form unde¥ UHV. -Rather, the slip apnears to
disperse over “thé whole surface of the sample.

An extensive series of surfece replicas were taken for exsmination in
the electron microscope. The following replicas were prepared.

1. Formvar replicas of the outer anodic layer surfaces.
2. Direct replicas of the anodic layer surface adjacent to the metal.

3. Direct replicas of the underlying metal surface. The oxide was
first removed in a solution of CrOz and HzPO, held at 70°C. The onset of pit-
ting of the sluminum surface was used as the criterion for complete removal of

the oxide.

The results can be stated briefly for the sample cycled at atmospheric
pressure. The top surface of the anodic layers showed cvidence of slip in all
cases except the 1,000 A layer. Exemples are shown in Fig. 10. The fine slip
within the broad slip bands observed on the natural oxide layer (Fig. 10{a))
wos not observed on the two heavier snodic layers. The ancdic layer surfece at
the oxide-metal interface showed no evidence of slip for either the 300 A or
1,000 A layer. It was not possible to replicate this surface in the case of
the 100 X or natural oxige layer. Direct replicas of the metal surface showed
slip under both the 100 A layer and the 300 A layer. Some questionable examples
of slip were found under the 1,000 A layer. Representative micrographs are
shown in Fig. 11. The resolution in these latter pictures leaves much to be
desired, mainly becausc of the attack of the solution used to remove the anndic

layers.

Electron micrographs of replicas taken from the sample deformed in
vacuum scem to substantiate the pattern of dispersed slip observed in the

optical photographs.



Figures 12 and 13 are a series of micrographs of the top of the
anodic layers. Although the slip on the natural oxide layer appears rather
heavy, the general pattern extended over more than one fie}d of view in almost
every case. The extremely fine 5lip exhibited on the 100 A layer appeared on
about 60 per cent of the geplico and presented itself as broad patches with a
slip-line height of ~ S0 A. The phenomenon of the s)ipped surface arpearing
very smooth and the unslipped surface aprearing very rough, as seen on the
100 A layer, was observed over the entire sample.

Neither the 300 A or 1,000 A oxide layers exhibited s definite slip-
line pattern; however, the smooth area-rough area parallel appeared on cvery
rcplica and sugrests that thece smooth patches would have developed slip
patterns had the deformation been more severe.

After removing the oxide and replicating dircctly the metal surface,
a definite slip pattern appeared under the 300 R layer as shown in Figs. 14(a)
and 14(b). The 1,000 A layer still showed no slip lines; howevev, the srooth
area-rough ares pattern prevailed {ndicating that it is not Just a rumpling of
the oxide layer. It is interesting to note that in Figs. l4(b)°and 14(c) the
shadowing angle of 14° presents a particle height of 200 - 3CO A and 7CO -
1,000 A, respectively, indicating that they might be remaining oclde particles.

Near surface dislocation arrangements: Thinning of foils taken from
the two single crystals discussed above has only just begun at the time of
writing this report.

C. Polycrystalline Cold

As one of the noble metals, gold does not form an oxide layer on its
surface, although reports can be found in the literature which state that very
thin layers of adsorbed oxygen do exist.ﬁ/ Gold, therefore, offers the ojpor-
tunity for observing dislocation-surface interactions at an essentially free
surface. Investigation of such a material is necessary for the proper inter-
pretation of the slip-line contrast observed in the transmission photographs
shown in Figc. 6 and 7. Discussion of this important point is given in nore
detail below.

Method of sample preparation: Rolled, polycrystalline gold sheet,
(99.2+ per cent) 0.005 in. thick was obtained for this experiment. The surface
of the gold was electropolished after thc method of Westdrop et al.l/ The
pclishing rates rcquired to produce s smooth surface are such that approximately
one day per sample was needed in the polishing bath.




Bdecausc deformation under conditions of ultra-high vacuum is un-
necessary, these specimens were cycled after the method described by
Grosskreutz and Haldcw.ﬁ/ With this method, thin foils are cemented to a
thick plastic substrate which 15 in turn cycled in reverse bending. The thin
foll essentielly is deformed in pure push-pull at constant strain amplitude.
Samples were cycled for 5,000 cycles and for 10,000 cycles at a strain ampli-
tude of 0.002. This smplitude was necessary to produce surface slip of ap-
proximately the same intensity as that observed in the polycrystalline alumi-
num (see Section IV-A). '

Surface slip distribution: Excellent Formvar replicas of the surface
verc obtained and a representative micrograph is shown in Fig. 15. Zxamples
of both well dispersed fine-slip (Fig. 15(a)) and concentrated-slip bands were
observed. The well dispersed slip vas by far the more coumon of the two. The
average slip-line separation was 400 A.

Near surface dislocation distribution: Samples were thinned from
one side using the technique previously described.g/ An electropolishing bath
containing SO per cent hydrochloric acid and S0.per cent orthophosphoric acid
wan found to be-suitable.d

As in the case of aluminum, extreme care was taken in photographing
thesce foils in the electron microscope so that contandnation would not obscure
the details of intercst. Fresh foils were placed in the microscope izmediately
following thinning and exposures were imade under very low beam intensities.
More often than not, the operator could not distinguish visually the type of
detail he was photographing at the time. Following development, the rhoto-
graphs were screened for items of interest. It was also the practice to scan
some foils under higher beam intensities so that visual observation could be
achicved, and the effects of tilting the foil determined. The effects of con-
tamination and loss of resolution could also easily be followed.

The most important observation was that fine slip lines were imaged
by diffraction contrast just as in the case of aluminum. Figure 16(a) illus-
trates this point very well. Notice also that the imeges shift position
laterally as they cross the extinction contour in the upper right-hand corner.
Such tehavior is coumon for imoges produced by lattice strains. In addition
to this type of contrast effect, slip lines in heavily slipped areas were
vigible by a thickness variation contrast, especially in the thinner portions
of the foil. An example is shown in Fig. 16(b).

In the regions of more intense slip, dislocations and dislocation
loops could be seen associated with the slip lines. In Fig. 16(b) the correla-
tion is not too clear, but Fig. 17 shows rows of mostly unresolved loops lying
along the slip lines. )




V. DISCUSSION OF RESULTS

It would be premature at this stage of our effort to give a ccmplete
discussion of the results which we have presented; however, certain results
appear to be well enough estabiished to merit closer scrutiny. These include
the effect of environment on surface slip, the effect of surface layers in
suppressing slip, and the fact that near-surface strains occur at slip-line

sites.

It is clear from a comperison of the surfacc slip distribution in
botn the polycrystalline and single crystal aluminum samples that the rewmoval
of atmospheric gases, so that oxidation cannot occur, results in the suppres-
sion of slip-band formation. To gain a clearer understanding of this result,
we consider what is already known concerning slir-band development in atmos-
pheric environment. It has been wvell documented_g/ that the initial yielding
of aluminum in stege I tensile deformation is accompanied by the foruwation of
extensive fine slip at the surface. As the deformation increases, slip is then
concentrated into more or less evenly spaced slip bands for reasons which are
still not clear. Apparently, initial yielding is caused by the activation of
rather uniformly spaced dislocation sources near the surface. Now, under UHV
conditions it may be possible for these sources to continue to operate since
they would not be pinned by the oxidation process at surface slip steps.
Hence, large areas of fine slip could build up under low cyclic strains as we

have observed (see Fig. 4).

This conclusion is further substantiated by the surface replica re-
sults for gold (see Fig. 15) cycled in air, in which large areas of fine slip
are observed with only an occasional slip band. The fact that gold does not
 oxidize would permit the continued buildup of fine, well dispersed slip. It
might be argued that such behavior is due to 8 much lower stacking fault energy
in gold; but copper, which has a stacking fault enefgy quite near to gold is
known to form extensive slip bands in air.

This dispersal of slip has great significance for the formation of
fatigue cracks at a surface. Clearly, such dispersal will postpone tne forma-
tion of deep intrusions and, hence, lengthen the period of crack nucleation.

We have shown that layers of increasing thickness suppress with in-
creasing effectivencss the slip which occurs on the top surface of tne anodic
layer. Some evidence of slip, however, is found at the metal-oxide interface
even under the thickest snodic layer. Vith a coherent snodic layer of the type
used in this experiment, the effcct of the layer is unchanged when the atros-
pheric pressure is removed. The somewhat larger surface hardness measured
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under the thicker anodic layer is presumably due to the pileup of dislccations
inmediately below the layer. Of great significance to the analysis of these
layer effects vill be the near-surface transmission electron micrograri.s which
show the dislocation configuration beneath the anodic layer. Since the sample
was everywhere subjected to the same strain regardless of the thickness of
anodic layer, dislocation densities should be comparsble under all layers re«-
gardless of thickness. e should expect that it is only the dislocation motion
in a thin surface layer which 1ic affected by the presence of the anocdic layer.

In both gold and aluminum, dislocation loops are found to be associ-
ated with slip lines in regions of intense slip. The greater densities ob-
served in gold are duc both to the higher strain level and the fact that the
activation energy for climb (by which loops are annihilated) is greater in gold.
Presumadbly, meny of the loops initially formed in the slip lines of aluminum
have disappeared by climb or by prismatic glide out of the surface. In gold,
which has 8 lower stacking fault energy than aluminum, many single dislocations
vere cboserved on glidc planes associated with individusl slip lines. This was
seldont the case in aluminum where the high stacking fault encrgy makes cross
8lip easy and the formation of tangles much more probable. These tangles do
not seem to associate themselves with any particular slip system.

Perhaps the most interesting point in connection with the near-
surface wmicrographs is the existcence of large surface strains in the vicinity
of the slip lines, vhich render these lines visible by diffraction contrast in
both polycrystalline aluminum and gold. If this contrast were observable only
in aluminum, one might argue that it was due to dislocations piled up under
the oxide layer which 15 alvays present. The fact that one sees it also in
gold forces one to the conclusion that there are surface lattice strains as-
sociated with the formation of slip lines. One possible explanation of this
phenomenon is given in Fig. 18 which shows the atomic lattice configuration at
a clip step one Burger's vector in height. The planes which are responsible
for diffraction contrast are shown to be warped in the vicinity of the slip
step which would give rise to a contrast of the nature of the one observed.
Such strains undoubtedly have an influence on the passage of subsequent dis-
locations and may account for the "saturation" of .surface slip step heights
efter a given number -of cycles. It is well known that 1f the surface layer is
removed by electropolishing, these slip-step heights immediately dbuild up and
saturate once again. The resolution of adjacent striations, which are ~ 700 A
apart in foils typically ~- 5,000 A thick, indicates that the surface strains
do not penetrate very far into the foil. These strain imeges are of the order
of 400 A wide in foils for which the glide plane is oriented at,~—45‘ to the
surface. Thus, thec penetration cannot be greater than 400 A and is probably

much less.



VI, CONCLUSIONS

The conclusions which can safely be drawn at this stage of our
research are listed as follows:

1. Thé“ébmplete absence of a corrosive atmosphere during the de-
foruation of alurinum leads to a postponement of the formation of slip bands
in which fatigue cracks are known to initiate. This phenomenon can be ex-
plained on the bacis of a lack of dislocation pinning at the surface due to

oxidation processes.

2. Surface anodic layers suppress surface slip in proportion to
their thickness. Although slip may not be observed on the top of thick anodic
layers, some slip can still occur at the metal-oxide interface. The amorvhous
nature of the ancdic layer evidently prevents transmission of this step tiarough

a thick coating.

3. Dedbris in the nature of dislocation loops is associated with
surface slip lines, the debris being of higher density in gold than in alumi-
numm. The difference 15 presumably due to 2 lower activation energy for climd

in sluminum.

4. The formation of the slip step results in a lattice strain sur-
rounding the stcp. This strain occurs regardless of the presence of an oxide
layer. This strain may be the cause of slip-step height saturation.

VII. FUTURE WORK

Our plans for the future call for a completion of the work on alumi-
numm single crystals. The transnission microscopy of near-surface dislocation
arrangeuents will be completed for the samples deformed at the low-strain level.
Additional runs will be pode at the higher strain level, 1.5 x 10‘3, for the
purpose of ascertaining the effects of anodic layers and environmental pres-
sure on the formation of slip bands. This investigation should te essentially
complete at the end of the next quasrter of work..

Additionally, our plans call for the investigation of the interaction
between loading rate and environmental pressure on the surface deformation of
aluminum. The dependence of slip-band width, depth, and spacing on the partial



pressure of oxygen at a constant cycling frequency and temperature will be
determined. Then the oxygen pressure will be held constant and the frequency
of cycling will be varied and the results noted. From these experiments, we
shall try to describe the results using a simple kinetic theory of gas adsorp-
tion. In this experiment the strain level, the number of strain cycles, and
the oxide layer thickness will be held constant.

Finally, a material of low stacking fault energy, most probably
stainless steel, which also forms a surface oxide layer will be examined to
determine the surface and near surface deformation characteristics in compari-
son with the extended results with aluminuu. Froum this experiment, we hope to
find the major differences between surface deformation in high and low stacking
fault energy materials.
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(a) Natural Oxide Layer

| 100 |

(b) 100 A Oxide Layer

Fifr. 8 - Aluninum Single Crystal Deformed at Atmospiieric Presture for
5,000 Cycles at 6 x 10"% Strain
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(a) Natural Oxide I.ayer'
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(b) 100 A Oxide Layer

wun irneele rystal Delormed at 1.7 v 10°9 Torr :or

5.000 Cycles a2t 6 x 1074 Strain
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(b) 1,000 A Oxide Layer

Fig. 13 - Electron Micrographs of Formvar Surface Replicas of the
Aluminum Single Crystal Deformed 5,000 Cycles at
6 x 10°% Strain in 1.3 x 10”2 Torr vacuum
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(v) Fine-Dispersed Slip with Single Broad Band

Fig. 15 - Electron Micrographs of Surface Replicas of Polycrystalline Gold
Deformed 10,000 Cycles at 2 x 10™> Strain at 760 Torr
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(b)
Fig. 15 - Near-Surface Transmission Micrograph of Polycrystalline Gold
Deformed 10,000 Cyeles at 2 x 10~ Strain in Atr.
Both (a) and (b) Show Slip Lines Visible
by Diffraction Contrast.
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(b)

Fig. 18 - Proposed Model for Producing the Surface Strains Which Account
for the Striations in Fig. 7. Near-Surface Edge Dislocation
in (a) with Burger's Vector b Moves to Escape at Surface
{n (b) Producing Curvature in the Reflecting Planes
(Dashed Iines).
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